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(57) ABSTRACT

The approaches for fabricating cathodes can be adapted to 
improve control over cathode composition and to better 
accommodate batteries of any shape and their assembly. For 
example, a first solid having an alkali metal halide, a second 
solid having a transition metal, and a third solid having an 
alkali metal aluminum halide are combined into a mixture. 
The mixture can be heated in a vacuum to a temperature that 
is greater than or equal to the melting point of the third solid. 
When the third solid is substantially molten liquid, the mix
ture is compressed into a desired cathode shape and then 
cooled to solidify the mixture in the desired cathode shape.

12 Claims, 1 Drawing Sheet
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1
METHODS AND APPARATUSES FOR 

MAKING CATHODES FOR 
HIGH-TEMPERATURE, RECHARGEABLE 

BATTERIES

STATEMENT REGARDING FEDERALLY 
SPONSORED RESEARCH OR DEVELOPMENT

This invention was made with Government support under 
Contract DE-AC0576RLO1830 awarded by the U.S. Depart
ment of Energy. The Government has certain rights in the 
invention.

BACKGROUND

Traditional molten salt batteries typically utilize a tubular 
design. Accordingly, traditional approaches and apparatuses 
for fabricating cathodes have accommodated the cons mints 
associated with tubular batteries. For example, the traditional 
technique for forming cathodes in molten salt batteries is to 
place granules of a transition metal and an alkali metal halide 
in the batteries and to vacuum infiltrate the granules with a 
molten salt. This technique requires plumbing for the molten 
salt and can result in inexact amounts of the salt because the 
amount added cannot be precisely controlled. More recently, 
molten salt batteries have been constructed according to a 
planar design. Accordingly, the approaches and apparatuses 
for fabricating cathodes can be adapted to better accommo
date batteries of any shape and their assembly. Furthermore, 
the approaches and apparatuses can be improved to provide 
better quality control over the composition of the cathodes.

SUMMARY

The present invention relates to methods and apparatuses 
for making cathodes for high-temperature, rechargeable bat
teries. The invention can enable more accurate control, and 
greater certainty, over the composition of the cathode relative 
to traditional methods and apparatuses. Furthermore, fabri
cation of the cathodes can occur in a separate operation from 
assembly of the batteries containing the cathodes.

In one embodiment, a first solid comprising an alkali metal 
halide, a second solid comprising a transition metal, and a 
third solid comprising an alkali metal aluminum halide are 
combined into a mixture. The amounts of each of the three 
solids are known. An example of an alkali metal halide is an 
alkali metal chloride. Preferably, the alkali metal chloride is 
NaCl. The transition metal can be Ni. The alkali metal alu
minum halide can comprise NaAlCl4.

The mixture can be heated in a vacuum to a temperature 
that is greater than or equal to the melting point of the third 
solid. When the third solid is substantially molten liquid, the 
mixture is compressed into a desired cathode shape and then 
cooled to solidify the mixture in the desired cathode shape.

An exemplary cathode shape is a pellet. Preferably, the 
cathode shape is planar. The chamber in which the mixture is 
combined can define at least a portion of the desired cathode 
shape. In some embodiments, a piston can be used to com
press the mixture in the chamber against a support member. In 
preferred embodiments, the combining, heating, compress
ing, and cooling steps are not performed in an electrochemi
cal cell. In such embodiments, cathodes having the desired 
shape can be installed in a separately constructed battery.

An apparatus for making cathodes for high-temperature, 
rechargeable batteries can comprise a chamber containing a 
mixture of a first solid comprising an alkalie metal halide, a 
second solid comprising a transition metal, and a third solid,
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comprising an alkali metal aluminum halide. A heater in 
thermal contact with the chamber can heat the mixture in 
vacuum to a temperature greater than or equal to the melting 
point of the third solid. A heat-resistant piston compresses the 
mixture against a support member into a desired cathode 
shape while the third solid is substantially molten. The 
desired shape is defined at least in part by the chamber walls, 
the piston, and the support member. An exit port allows ejec
tion of the cathode having the desired shape after cooling. In 
preferred embodiments, the apparatus is not an electrochemi
cal cell.

The purpose of the foregoing abstract is to enable the 
United States Patent and Trademark Office and the public 
generally, especially the scientists, engineers, and practitio
ners in the art who are not familiar with patent or legal terms 
or phraseology, to determine quickly from a cursory inspec
tion the nature and essence of the technical disclosure of the 
application. The abstract is neither intended to define the 
invention of the application, which is measured by the claims, 
nor is it intended to be limiting as to the scope of the invention 
in any way.

Various advantages and novel features of the present inven
tion are described herein and will become further readily 
apparent to those skilled in this art from the following detailed 
description. In the preceding and following descriptions, the 
various embodiments, including the preferred embodiments, 
have been shown and described. Included herein is a descrip
tion of the best mode contemplated for carrying out the inven
tion. As will be realized, the invention is capable of modifi
cation in various respects without departing from the 
invention. Accordingly, the drawings and description of the 
preferred embodiments set forth hereafter are to be regarded 
as illustrative in nature, and not as restrictive.

DESCRIPTION OF DRAWINGS

Embodiments of the invention are described below with 
reference to the following accompanying drawings,

FIG. 1 is a schematic diagram depicting an apparatus for 
making cathodes according to one embodiment of the present 
invention.

DETAILED DESCRIPTION

The following description includes the preferred best mode 
of one embodiment of the present invention. It will be clear 
from this description of the invention that the invention is not 
limited to these illustrated embodiments but that the invention 
also includes a variety of modifications and embodiments 
thereto. Therefore the present description should be seen as 
illustrative and not limiting. While the invention is suscep
tible of various modifications and alternative constructions, it 
should be understood, that there is no intention to limit the 
invention to the specific form disclosed, but, on the contrary, 
the invention is to cover all modifications, alternative con
structions, and equivalents falling within the spirit and scope 
of the invention as defined in the claims.

Referring to FIG. 1 a schematic diagram depicts one 
embodiment of the present invention. A base support 103, 
bottom plug 102, and sleeve 101 form a chamber in which the 
cathodes can be formed. The sleeve is preferably polytet- 
rafluoroethylene (PTFE). The shape of the cathode is deter
mined at least in part by the shapes of the bottom plug and the 
sleeve.

A mixture of a first solid comprising an alkali metal halide, 
a second solid comprising a transition metal, and a third solid 
comprising an alkali metal aluminum halide can be placed in
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the chamber. A piston 104 is placed in the sleeve and a cap 107 
is put on top. Vacuum is applied through a vacuum port 105 
and the cathode materials are heated. Heating can be achieved 
by a band heater placed around tube 106, which can be made 
of aluminum. The chamber is heated sufficiently to bring the 
cathode materials to a temperature greater than or equal to the 
melting point of the alkali metal aluminum halide in the 
mixture. When the alkali metal aluminum halide is substan
tially molten, the vacuum is released and the piston 104 is 
used to compress the contents in the chamber into a pellet 
having a desired cathode shape. Once the cathode is cooled, it 
can be pushed out of the sleeve and installed in a battery.

The composition of the cathode is determined by the mix
ture initially loaded into the chamber. There is no need to 
infiltrate the alkali metal aluminum halide component so long 
as the mixture is sufficiently homogeneous prior to heating. 
Furthermore, the completed cathode can be subjected to qual
ity control analysis outside of a battery prior to installation.

EXAMPLE

Cathode for a ZEBRA® Battery

In a preferred embodiment, the transition metal comprises 
Ni, and the alkali metal halide comprises NaCl granules. The 
alkali metal aluminum halide comprises NaAlCl4. These 
materials are mixed together and placed inside a PTFE tube 
and heated under vacuum until the NaAlCl4 is melted. Pref
erably, the temperature is approximately 200° C., or greater. 
The vacuum is removed and a PTFE piston compresses the 
mixture into a planar pellet. The pellet is allowed to cool until 
the NaAlCl4 cools, at which time the pellet is pushed out of 
the tube and is ready for installation into a planar battery.

While a number of embodiments of the present invention 
have been shown and described, it will be apparent to those 
skilled in the art that many changes and modifications may be 
made without departing from the invention in its broader 
aspects. The appended claims, therefore, are intended to 
cover all such changes and modifications as they fall within 
the true spirit and scope of the invention.

We claim:
1. A method of making a cathode for a high-temperature, 

rechargeable battery, the method comprising:
Combining into a mixture of solids a first solid comprising 

an alkali metal halide, a second solid comprising a tran
sition metal, and a third solid comprising an alkali metal 
aluminum halide;

Heating the mixture in a vacuum to a temperature greater 
than or equal to a melting point of the third solid;

Compressing the mixture into a desired cathode shape once 
the third solid is substantially molten liquid; and

Cooling to solidify the mixture in a desired cathode shape.
2. The method of claim 1, wherein the desired cathode 

shape is a pellet.
3. The method of claim 1, wherein the desired cathode 

shape is planar.
4. The method of claim 1, wherein said combining, heating, 

compressing and cooling steps are not performed in an elec
trochemical cell.

5. The method of claim 1, wherein the alkali metal halide 
comprises an alkali metal chloride.

6. The method of claim 1, wherein the alkali metal halide 
comprises NaCl.

7. The method of claim 1, wherein the transition metal 
comprises Ni.

8. The method of claim 1, wherein the alkali metal alumi
num halide comprises NaAlCl4.

9. The method of claim 1, further comprising installing the 
desired cathode shape in a separately constructed battery.

10. The method of claim 1, wherein said combining further 
comprises combining the mixture in a chamber, the chamber 
defining at least a portion of the desired cathode shape.

11. The method of claim 10, wherein said compressing 
further comprises compressing a piston in the chamber 
against a support member.

12. The method of claim 1, wherein said combining further 
comprises determining the cathode’s composition according 
to amounts of the first solid, second solid, and third solid 
combined in said mixture.
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